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*10,10,10,20--10 min to fail
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Light Truck Endurance 1

NHTSA
DTNH22-01-P-02015
Testing Performed by STANDARDS TESTING LABORATORIES INC

LO-816

2/5/01

Page 1 of 11

Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105] H [HB7PD63X279 NHO0-01 End 75,97,114 80 k/h SW | 7,16,24 | 47.00 3760 |TCNF
Goodyear Wrangler AT/S {LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-34 End 75,9714 80 kth SW | 7,16,24 | 47.00 3760 |TCNF
Yokohama Geolandar H/T [LT225/75R16 110| S ]JCCAK8AD2400 NH0-133 End 75,97,114 80 k/h SW | 7,16,24 | 47.00 3760 |TCNF
Light Truck Endurance 2
Tire Test Test Step Test Results
Brand Size L} SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H [HB7PD63X279 NH0-02 End 100,115,125 | 120k/h | 240 | 8,10,32 | 50.00 6000 |TCNF
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A JMKHKLRHV4200 NHO0-35 End 100,115,125| 120k/h | 240 | 8,10,32 | 22.83 2740 |Trd chunk out SS SH
Yokohama Geolandar H/T |LT225/75R16 110{ S |CCAK8AD2400 NHO0-134 End 100,115,125} 120 k/h 300 } 8,10,32 | 3242 3890 |BIt edge lifting SG, OSS
Light Truck Endurance 3
Tire Test Test Step Test Results
Brand Size L] SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105 H |HB7PD63X349 NH0-03 End 100,115,125 | 120 k/h 290 | 8,10,32 | 50.00 6000 |TCNF
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A |[MKHKLRHV4200 NH0-36 End 100,115,125 | 120 k/h 290 | 8,10,32 | 45.40 5448 |Chunk ou} 8 ”Q o
‘Yokohama GeolLandar H/T |LT225/75R16 110( S |CCAKBAD2400 NH0-135 End 100,115,125 120 k/h 380 | 8,10,32 | 34.58 4150 |Blt edae “i"i mo S
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTR GA VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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Tire Test Test Step Test Results
Brand Size Ll | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H {HB7PD63X289 NHO0-04 End 100,115,125} 140k/h | 240 | 8,10,32 | 29.88 4183 |T. Sep 0SS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHVA4200 NHO0-37 End 100,116,125 140kh | 240 | 8,1032 | 38m 89 |Trd Chunking SH OSS
Yokohama GeoLandar H/T |LT225/75R16 110} S |CCAK8AD2400 NHO0-136 End 100,116,125 | 140k/mh | 300 | 8,10,32 { 19.76 2765 |BIt edge lifting - OSS
Light Truck Endurance 5
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km L.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |HB7PDB3X239 NHO0-05 End 100,115,125 140k/mh | 290 | 8,10,32 | 24.50 3430 {Chunking SH OSS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A |MKHKLRHV4200 NHO0-38 End 100,115,125 | 140k/mh | 290 | 810,32 | 42m 98 |Trd Chunking SH OSS
Yokohama GeoLandar H/T JLT225/75R16 110| S ]CCAKBAD2400 NH0-137 End 100,115,125| 140k/mh | 380 | 8,10,32 | 37.08 5191 |Bitedge lifting, air loss
Light Truck High Speed 1 - 180 Min. Test
Tire Test Test Step Test Resuits
Brand Size L} | SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours { Km/h
Michelin XPC 4x4 235/70R16 105] H |FK7PD63X3800 NHO0-21 HS-D 88 75,80,85 [MaxSW| 30m ._447§‘m 233 Belt sep-air loss
Goadyear Wrangler AT/S }L.T235/75R16 N/A | N/A |MKHKLRHV4200 NHO-54 HS-D 88 75,80,85 [MaxSW| 30m 198m 1 170 Blt edge lifing 0SS
Yokohama GeolLandar H/T [LT225/75R16 1101 S |CCAK8AD2400 NHO0-153} HS-D 88 75,80,85 |[MaxSW| 30m 31-3 m 200 Carcass burst
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC  5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-8/F B9-Mi SC
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Light Truck High Speed 2 - 50 Min. Test
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Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa v Km lL.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105] H |FK7PD63X3800 NH0-22 HS-D 80 ITS+30 { 260 10m 64 m 230 Trd Sep SH 0SS
Goodyear Wrangler AT/S |LT235/75R15 N/A { N/A |MKHKLRHV4200 NHO0-55 HS-D 80 ITS+30 | 260 10m 55m 170 Blt edge lifing OSS
Yokohama Geolandar H/T [LT225/75R16 110} S |CCAKBAD2400 NHO-154 1 HS-D 80 ITS+30 | 340 10m 68 m 200 Blt sep, carcass burst
Light Truck High Speed 3 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size L | SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NHO-28 HS-D 80 ITS+30 | 260 20m 112m | 230 Trd Chunk SH OSS
(Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-61 HS-D 80 ITS+30 | 260 20m 84 m 160 Chunking SH SS
Yokohama Geolandar H/T |LT225/75R16 110| S |CCAK8AD2400 NHO0-160 | HS-D 80 ITS+30 | 340 20m 113 m 200 Carcass burst
L.ight Truck High Speed 4 - 130 Min. Test »
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105 H |FK7PD63X2700 NHO0-12 | HS-ND 80 ITS+30 | 260 30m 130m | 210 TCNF o
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NH0-45 | HS-ND 80 ITS+30 | 260 30m 114 m 160 Blt edge lifting SS‘
Yokohama GeolLandar H/T |LT225/75R16 110| S |CCAK8AD2400 NHO0-144 | HS-ND 80 ITS+30 | 340 30m 130 m 180 TCNF
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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NHTSA
DTNH22-01-P-02015
Testing Performed by STANDARDS TESTING LABORATORIES INC

lLight Truck High Speed 5 - 50 Min. Test

Tire Brand Size Ll | SR SN Test # Test % Load Test kPa Step Test Results Km L.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105] H |FK79D63X3800 NHO0-06 | HS-ND 80 ITS +30 300 10m 50 m 210 TCNF
Goodyear Wrangler AT/S  |LT235/75R15 N/A | N/A JMKHKLRHV4200 NHO0-39 | HS-ND 80 ITS +30 | 300 10m 50 m 160 TCNF
Yokohama GeolLandar H/T |LT225/75R16 110] S |CCAKBAD2400 NHO0-138 { HS-ND 80 ITS+30 | 390 10m 50m 180 TCNF
l.ight Truck High Speed 6 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size Lt { SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours { Km/h
Michelin XPC 4x4 235/70R16 105{ H [HB7PD63X239 NH0-09 | HS-ND 80 ITS +30 300 20m 90 m 210 TCNF
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A IMKHKLRHV4200 NHO0-42 | HS-ND 80 ITS+30 | 300 20m 88 m 160 Blt edge lifting SS
Yokohama Geolandar H/T |LT225/75R16 110 S |CCAK8AD2400 NHO0-141 | HS-ND 80 ITS +30 390 20m 90m 180 TCNF
Light Truck High Speed 7 - 130 Min. Test o
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration { Hours | Km/h
Michelin XPC 4x4 235/70R16 1051 H |FK7PD63X2800 NH0-13 | HS-ND 80 ITS+30 | 300 30m 130m 210 TCNF
Goodyear Wrangler AT/S  [LT235/75R15 | N/A | N/A |MKHKLRHV4200 NHO0-46 | HS-ND 80 ITS+30 | 300 | 30m [ 125m| 160 Blt edge lifting S5
Yokohama Geolandar H/T |L.T225/75R16 110| S |CCAK8AD2400 NHO0-145 | HS-ND 80 ITS+30 | 390 30m 130m 180 TCNF
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTR GA VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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Light Truck High Speed 8 - 50 Min. Test
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration { Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NHO0-23 HS-D 80 ITS+30 | 350 10m 81m 230 Trd Sep SH SS
Goodyear Wrangler AT/S |L.T235/75R15 N/A | N/A |MKHKLRHV4200 NHO0-56 HS-D 80 ITS+30 | 350 10m 61m 180 Blt edge lifing 0SS, melt burst
Yokohama Geolandar H/T [LT225/75R16 110| S |CCAK8AD2400 NHO0-155| HS-D 80 ITS+30 | 450 10m 74m 210 Carcass burst
Light Truck High Speed 9 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size LI ] SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours { Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NHO0-29 HS-D 80 ITS +30 | 350 20m 136m | 240 Trd Chunk SH 0SS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-62 HS-D 80 ITS +30 | 350 20m 112 m 180 Blt sep, air loss
Yokohama Geolandar H/T |LT225/75R16 110] S |CCAK8AD2400 NHO0-161 HS-D 80 ITS+30 | 450 20m 134 m 210 Blt sep, carcass hurst
Light Truck High Speed 10 - 130 Min. Test
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa . Km l.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X2800 NHO-14 | HS-ND 80 ITS+30 | 350 30m 130 m 210 TCNF .
Goodyear Wrangler AT/S  |LT235/75R15 N/A { N/A |MKHKLRHV4200 NH0-47 | HS-ND 80 ITS+30 | 350 30m 130 m 160 TCNF -
Yokohama Geolandar H/T |LT225/75R16 110|] S |CCAK8AD2400 NHO-146 | HS-ND 80 ITS+30 | 450 30m 130 m 180 TCNE
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-B/F B9-Mi SC
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-
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105] H |FK7PD63X3800 NHO0-24 HS-D 90 ITS+30 | 260 10m 53 m 220 SH Trd Sep SS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A |MKHKLRHV4200 NHO-57 HS-D 90 ITS +30 | 260 10m 53m 170 Chunking SH SS
Yokohama Geolandar H/T |LT225/75R16 110| S [CCAKB8AD2400 NHO-156 | HS-D 90 ITS+30 | 340 10m 67 m 200 Blt sep
Light Truck High Speed 12 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km L.ab Commenis
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105] H JFK7PD63X3800 NHO0-30 HS-D 90 ITS+30 | 260 20m 135m | 240 Trd Chunk SH OSS
Goodyear Wrangler AT/S {LT235/75R15 N/A | N/A IMKHKLRHV4200 NHO0-63 HS-D 90 ITS +30 | 260 20m 95 m 170 Chunking SH 0SS, S5
Yokohama Geolandar H/T  |LT225/75R16 1101 S |CCAK8AD2400 NH0-162 | HS-D 90 ITS+30 | 340 20m 114m | 200 Blt sep
Light Truck High Speed 13 - 130 Min. Test
Tire Test Test Step Test Results
Brand Size LI | SR SN Test# % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105} H |FK7PD63X1300 NH0-15 | HS-ND 90 ITS +30 | 260 30m 130m | 210 TCNF B
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A IMKHKLRHV4200 NHO0-48 | HS-ND 90 ITS+30 | 260 30m 98 m 160 Blt edge lifting SS
Yokohama Geolandar H/T |LT225/75R16 110| S |CCAK8AD2400 NH0-147 | HS-ND 90 ITS+30 | 340 30m 130 m 180 TCNF
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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Tire Test Test Step Test Results
Brand Size L] SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours { Km/h
Michelin XPC 4x4 235/70R16 105] H |FK79D63X3800 NHO0-07 | HS-ND 90 ITS+30 | 300 10m 50 m 210 TCNF
Goodyear Wrangler AT/S  [LT235/75R15 N/A | N/A IMKHKLRHV4200 NHO0-40 | HS-ND 90 ITS+30 { 300 10m 50m 160 TCNF
Yokohama Geolandar H/T |LT225/75R16 110| S |CCAKBAD2400 NHO0-139 | HS-ND 90 ITS+30 | 390 10m 50m 180 TCNF
Light Truck High Speed 15 - 90 Min. Test
[ Tire Test Test Step Test Results
Brand Size Ll | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X2800 NHO0-10 | HS-ND 90 ITS +30 | 300 20m 90 m 210 TCNF
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NH0-43 | HS-ND 90 ITS +30 | 300 20m 82m 160 Blt edge lifting S5
Yokohama Geolandar H/T {L.T225/75R16 110] S |CCAK8AD2400 NHO-142 | HS-ND 90 ITS+30 | 390 20m 90 m 180 TCNF
Light Truck High Speed 16 - 130 Min. Test )
Tire Brand Size LI { SR SN Test # Test % Load Test kPa Step Test Results Km l.ab Comments
Manufacturer Descript Speed Duration { Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NH0-16 | HS-ND 90 ITS+30 { 300 30m 130m | 210 TCNF
Goodyear Wrangler AT/S  [LT235/75R15 | N/A| N/A [MKHKLRHV4200 NH0-49 | HS-ND 90 ITS+30 | 300 30m |117m | 160 Blt edge lifting q‘» )
Yokohama GeolLandar H/T |LT225/75R16 110| S |CCAK8AD2400 NHO0-148 | HS-ND 90 ITS+30 | 390 30m 130m | 180 TCNF
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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Tire Test Test Step Test Results
Brand Size LI} SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 1051 H |FK7PD63X2800 NHO0-25 HS-D 90 ITS+30 | 350 10m 68 m 230 SH Chunkout 0SS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A |[MKHKLRHV4200 NH0-58 HS-D 90 ITS+30 | 350 10m 58 m 170 Blt edge lifing OSS
Yokohama Geglandar HIT |LT225/75R16 110} S |CCAK8AD2400 NHO0-157 | HS-D 90 ITS+30 | 450 10m 72m 210 Carcass burst
Light Truck High Speed 18 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km LLab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NHO0-31 HS-D 90 ITS+30 | 350 20m 135m 240 Trd Chunk SH 0SS
Goodyear Wrangler AT/S  |LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-64 HS-D 90 ITS+30 | 350 20m 98 m 170 SW sep OSS
Yokohama Geolandar H/T |LT225/75R16 110| S [CCAK8AD2400 NHO0-163 | HS-D 90 ITS+30 | 450 20m 138 m 210 Blt sep, carcass burst
Light Truck High Speed 19 - 130 Min. Test 3
Tire Test Test Step Test Results
Brand Size LI | SR SN Test # % Load kPa Km l.ab Comments
Manufacturer Descript Speed Duration | Hours { Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X2800 NH0-17 | HS-ND 90 ITS+30 | 350 30m 92 m 185 Chunking SH §S
Goodyear Wrangler AT/S  [LT235/75R15 N/A | N/A |MKHKLRHV4200 NHO-50 { HS-ND 90 ITS +30 | 350 30m 123 m 160 Chunking SH ‘%"i
Yokohama Geolandar HIT |LT225/75R16 110| S [CCAK8AD2400 NH0-149 | HS-ND 90 ITS +30 | 450 30m 130m 180 TCNF B
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/IF OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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Light Truck High Speed 20 - 50 Min. Test

Tire Brand Size L | SR SN Test# Test % Load Test kPa Step Test Results Km l.ah (’3011'17';'»0;1& :}
Manufacturer Descript Speed Duration | Hours | Km/h ’
Michelin XPC 4x4 235/70R16 1051 H |FK7PD63X3800 NHO0-26 HS-D 100 ITS+30 | 260 10m 55m 220 Trd S“p Sll 7‘7
Goodyear  |Wrangler AT/S |LT235/75R15 | N/A | N/A [MknkLRHVa200 | NHO-59 | HS-D 100 Ts+30 | 260 | 10m | 53m | 170 Chunking SH ©SE = -
Yokohama GeolLandar H/T |L.T225/75R16 110] S JCCAK8AD2400 NHO0-158 | HS-D 100 ITS +30 | 340 10m 63 m 200 Blt sep ’

Light Truck High Speed 21 - 90 Min. Test

Tire Test Test Step Test Results
Brand Size LI | SR SN Test# % Load kPa Km Lab Compmars s
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105] H |FK7PD63X3800 NHO0-32 HS-D 100 ITS +30 | 260 20m 95 m 220 Trd Chunk SH 085 ;
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A IMKHKLRHV4200 NHO0-65 HS-D 100 ITS+30 | 260 20m 79m 160 Chunking SH S&
Yokohama Geolandar H/T |L.T225/75R16 110| S |CCAK8AD2400 NHO-164 | HS-D 100 ITS+30 | 340 20m 71m 180 Carcass burst

Light Truck High Speed 22 - 130 Min. Test

Tire Test Test Step Test Resuits
Brand Size LI | SR SN Test # % Load kPa Km Lah Comments
Manufacturer Descript Speed Duration § Hours | Km/h ‘
Michelin XPC 4x4 235/70R16 105} H [FK7PD63X3800 NHO0-18 | HS-ND 100 ITS+30 | 260 30m 92m 200 Chunking SH 85 ‘
Goodyear Wrangler AT/S [LT235/75R15 N/A { N/A [MKHKLRHV4200 NHO0-51 | HS-ND 100 ITS+30 | 260 a0m 69 m 140 Blt edge Iiftffg_f7€5"¢
Yokohama Geolandar H/T [LT225/75R16 110] S |CCAK8AD2400 NH0-150 | HS-ND 100 ITS+30 | 340 30m 130m{ 180 TCNF e

HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTR GA VN-B/F Jol CAN
Y7-BIF B9-Mi SC
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Tire Test Test Step Test Results
Brand Size Ll | SR SN Test # % Load kPa Km L.ab Comments
Manufacturer Descript Speed Duration { Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK79D63X3800 NH0-08 | HS-ND 100 ITS+30 | 300 10m 50m 210 TCNF
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A |[MKHKLRHV4200 NHO0-41 | HS-ND 100 ITS+30 | 300 10m 50m 160 TCNF
Yokohama Geolandar H/T |LT225/75R16 110| S |CCAK8AD2400 NHO-140 | HS-ND 100 ITS +30 | 390 10m 50m 180 TCNF
Light Truck High Speed 24 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size Ll | SR SN Test # % Load kPa Km L.ab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235770R16 105 H |FK7PD63X2800 NHO-11 | HS-ND 100 ITS+30 | 300 20m 97m 210 Trd Chunking SH 0SS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-44 | HS-ND 100 ITS +30 | 300 20m 89m 160 Chunking SH SS
Yokohama Geolandar H/T |LT225/75R16 110| S |CCAK8AD2400 NHO-143 | HS-ND 100 ITS+30 | 390 20m 88m 180 Carcass burst
Light Truck High Speed 25 - 130 Min. Test
Tire Test Test Step Test Results
Brand Size L | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105} H |FK7PD63X3800 NHO-19 | HS-ND 100 ITS+30 | 300 30m | 130m | 210 TCNF
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-52 | HS-ND 100 ITS+30 | 300 30m 102m | 160 Blt edge lifing OSS
Yokohama Geolandar H/T |LT225/75R16 110| S [CCAKBAD2400 NHO0-151 | HS-ND 100 ITS+30 § 390 30m 130 m 180 Blt sep, carcass burst
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC  5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-B/IF B9-Mi SC
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Tire Test Test Step Test Results
Brand Size Ll | SR SN Test # % Load kPa Km Lab Commants
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H [FK7PD63X3800 NH0-27 HS-D 100 ITS+30 | 350 10m G2 m 230 Trd Chunk SH OGS
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A |MKHKLRHV4200 NHO0-60 HS-D 100 ITS +30 350 10m G4 180 Blt sep
Yokohama Geolandar H/T |LT225/75R16 110] S |CCAK8AD2400 NHO0-159 | HS-D 100 ITS +30 | 450 10m 72 m 210 Blt sep, carcass burst
Light Truck High Speed 27 - 90 Min. Test
Tire Test Test Step Test Results
Brand Size L | SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NHO0-33 HS-D 100 ITS+30 | 350 20m 80m 210 Trd Chunk SH 0S8
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A [MKHKLRHV4200 NHO0-66 HS-D 100 ITS+30 | 350 20m A3 m 170 Chunking SH 0SS, hlt sep
Yokohama Geolandar H/T {LT225/75R16 110| S [CCAKBAD2400 NHO0-165 HS-D 100 ITS +30 450 20m 122m 200 Carcass hurst
Light Truck High Speed 28 - 130 Min. Test
Tire Test Test Step Test Results
Brand Size LI} SR SN Test # % Load kPa Km Lab Comments
Manufacturer Descript Speed Duration | Hours | Km/h
Michelin XPC 4x4 235/70R16 105| H |FK7PD63X3800 NH0-20 | HS-ND 100 ITS+30 | 350 30m 130 m 210 TCNF )
Goodyear Wrangler AT/S |LT235/75R15 N/A | N/A IMKHKLRHV4200 NH0-53 { HS-ND 100 ITS+30 | 350 30m 1256 m 160 Blt edge lifing OS,S__
Yokohama Geolandar H/T |LT225/75R16 110| S [CCAK8AD2400 NH0-152 | HS-ND 100 ITS +30 | 450 30m 130w 180 TCNF
HB-Mi(Sp) CC-YokoVa CH-Pir CA
HY-B/F OK W2-B/F NC 5M-HK, Korea
FK-Mi Fr DB-Dun AL VD-B/F Decatur
MK-GY TN 3D-CTRGA  VN-B/F Jol CAN
Y7-BIF B9-Mi SC




